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Standards

BRE BES 6001	 Responsible Sourcing of Construction Products 

BS 476-3: 2004	 �Fire tests on building materials and structures. Classification and method 

of test for external fire exposure to roofs.

BS 476-6:1989 + A1:2009	 �Fire tests on building materials and structures. Method of test  
for fire propagation for products.

BS 476-7:1997	 �Fire tests on building materials and structures. Method of test to 

determine the classification of the surface spread of flame of products.

BS 493:1995 + A1:2010	 �Specification for airbricks and gratings for wall ventilation.

BS EN ISO 527-5:2009	� Plastics. Determination of tensile properties. Test conditions for 

unidirectional fibre-reinforced plastic composites.

BS EN 1013:2012 +	 Light transmitting single skin profiled plastics sheets for internal and 

A1:2014 	 external roofs, walls and ceilings. Requirements and test methods.

BS EN ISO 1183-1:2012	 Plastics. Methods for determining the density of non-cellular plastics. 	 	

	 Immersion method, liquid pyknometer method and titration method.

BS EN ISO 1183-2:2004	 Plastics. Methods for determining the density of non-cellular plastics. 	 	

	 Density gradient column method.

BS EN 1991-1-3:2003	 Eurocode 1. Actions on structures. General actions. Snow loads.

BS EN 1991-1-4:2005 +	 Eurocode 1. Actions on structures. General actions. Wind actions.                      

A1:2010

NA to BS EN 1991-1-4:	 UK National Annex to Eurocode 1. Actions on structures. General actions.                    

2005 + A1:2010	 Wind actions.   

BS 2782-5:Method	 Methods of testing plastics. Optical and colour properties, weathering. 

540B:1982, ISO	 Methods of exposure to laboratory light source, (xenon arc lamp, enclosed 

4892:1981	 carbon arc lamp, open-flame carbon arc light, fluorescent tube lamps.)

BS 2782-6:Methods	 Methods of testing plastics. Dimensional properties. Determination of 

620A to 620D:1991	 density and relative density of non-cellular plastics. Methods 620A to	 	

	 620D: Determination of density and relative density of non-cellular plastics.

BS 2782-10:Method	 Methods of testing plastics. Glass reinforced plastics. Measurement of 

1001:1977	 hardness by means of a Barcol Impressor.
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BS 2782-10:Method	 Methods of testing plastics. Glass reinforced plastics. Determination of 

1006:1978	 volatile matter and resin content of synthetic resin-impregnated textile 	

	 glass fabric.

BBS ISO 4901:2011	 Reinforced plastics based on unsaturated-polyester resins. Determination 	

	 of the residual styrene monomer content, as well as the content of other 	

	 volatile aromatic hydrocarbons, by gas chromatography.

BS 5427:2015	 Code of practice for the use of profiled sheet for roof and wall cladding 	

	 on buildings. Design.

BS 5250:2011	 Code of practice for control of condensation in buildings.

BS 5534:2014	 Slating and tiling for pitched roofs and vertical cladding. Code of practice.

BS 5925:1991	 Code of practice for ventilation principles and designing for natural 	 	

	 ventilation.

BS 6229:2003	 Flat roofs with continuously supported coverings. Code of practice.

BS 7543:2015	 Guide to durability of buildings and building elements, products and 	 	

	 components.

BS 8206-2:2008	 Lighting for buildings. Code of practice for daylighting.

BS EN ISO 9001:2015	 Quality management systems. Requirements.

BS 9250:2007	 Code of practice for design of the airtightness of ceilings in pitched roofs.

BS EN 12056-3:2000	 Gravity drainage systems inside buildings. Roof drainage, layout and 	 	

	 calculation.

BS EN ISO 13468-2:2006	 Plastics. Determination of the total luminous transmittance of transparent 	
	 materials. Double-beam instrument.

BS EN ISO 14001:2015	 Environmental management systems. Requirements with guidance for use.

BS EN 14963:2006	 Roof coverings. Continuous rooflights of plastics with or without 	 	

	 upstands. Classification, requirements and test methods.

BS OHSAS 18001:2007	 Occupational health and safety management system. 

MOAT No 53:1989	 UEAtc guide for the Agrément of continuous strip rooflights.

DIN 5036-3:1979-11	 Radiometric and photometric properties of materials - Methods of 	 	

	 measurement for photometric and spectral radiometric characteristics.


